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CALIBRATION LABORATORIES 
 

NVLAP LAB CODE  200669-0

NVLAP Code:  20/A01 
 

ANSI/NCSL Z540-1-1994; Part 1 
 

Compliant 

DIMENSIONAL 
 

  

NVLAP Code:  20/D17 
Film Thickness Standard 
SiO2 / Si 

  

   
   
Nominal Thickness in nm 
 

Thickness Range in nm Best Uncertainty (±) in nm notes 1, 2 

 3 2.5 to 3.5 0.2 
 10 9 to 12 0.2 
 25 23.5 to 26.5 0.2 
 50 47.5 to 52.5 0.2 
 100 99 to 105 0.2 
 200 195 to 205 0.23 
 390 380 to 400 0.2 
 670 660 to 680 0.2 
 1050 1040 to 1060 0.23 
 
 
1. Represents an expanded uncertainty using a coverage factor, k = 2, at an approximate level of 
 confidence of 95 %. 
2. Represents the uncertainty of the measured value. 

 


